Chapter 5 Quiz Answers


1.
A


2.
B


3.
A


4.
A


5.
A


6.
A


7.
B


8.
D


9.
D


10.
A


11.
B


12.
C


13.
A


14.
Some treatments may use water-soluble chemicals, prohibiting their use for exterior applications.



Some may adversely affect the structural strength of the wood under conditions of elevated temperature and humidity.



Design strength is less than that of nontreated lumber; amount of reduction in design strength varies with specific treatment.


15.
Low carbon content makes it less likely to fracture or break



Strongest of the structural materials



Subject to tight quality control, resulting in generally consistent quality



Relatively expensive, but strength and variety of forms allow to be used in smaller quantities than other materials


16.
Height of building



Construction method used
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